
SURFACE PREPARATION SIS St 3

The surface should be free from dirt, dust, oil, 

grease, and completely dry before paint.

1st Coat UMEGUARD SX 

Dry Film Thickness 150 Microns

Painting Interval Min. 10 Hrs.

Max. 30 Days

2nd Coat HIFLOOR 900 GLOSS 

Dry Film Thickness 50 Microns

Painting Interval Min. 8 Hrs.

Max. - Days

Total Dry Film Thickness 200 Microns

PAINTING PROCEDURE

FLOOR COATING SYSTEM FOR INTERNAL AREA

[ High build modified epoxy coating as primer and topcoat ]

[ Epoxy / Polyamide floor finish coat ]

ระบบสงีานพืน้ส าหรบัพืน้ทีง่านภายในรม่

MKT-F-04-1-01/06/60



SURFACE PREPARATION SIS St 3

The surface should be free from dirt, dust, oil, 

grease, and completely dry before paint.

1st Coat UMEGUARD SX

Dry Film Thickness 150 Microns

Painting Interval Min. 10 Hrs.

Max. 30 Days

2nd Coat HIFLOOR 100 H

Dry Film Thickness 1000 Microns

Painting Interval Min. 8 Hrs.

Max. - Days

Total Dry Film Thickness 1150 Microns

PAINTING PROCEDURE

SELF LEVELING FLOOR COATING SYSTEM FOR INTERNAL AREA

[ High build modified epoxy coating as primer and topcoat ]

[ Non-solvent epoxy resin coating material for floor ]

ระบบสงีานพืน้(ปรบัผวิตวัเอง)ส าหรบัพืน้ทีง่านภายในรม่

MKT-F-04-1-01/06/60



SURFACE PREPARATION SIS St 3

The surface should be free from dirt, dust, oil, 

grease, and completely dry before paint.

1st Coat UMEGUARD SX 

Dry Film Thickness 150 Microns

Painting Interval Min. 10 Hrs.

Max. 30 Days

2nd Coat HIFLOOR 830 

Dry Film Thickness 50 Microns

Painting Interval Min. 6 Hrs.

Max. - Days

Total Dry Film Thickness 200 Microns

PAINTING PROCEDURE

FLOOR COATING SYSTEM FOR EXTERNAL AREA

[ High build modified epoxy coating as primer and topcoat ]

[ Polyurethane floor paint ]

ระบบสงีานพืน้ส าหรบัพืน้ทีง่านกลางแจง้

MKT-F-04-1-01/06/60


